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hLFRDVWIS {/ PROCYCING FLAUT CANCELS: J 6303
g ,f (\,\L Seattle - DATE: 9/23/70
BULLETI ! DESCRIFTION A FOUNDS LIS
076 Calcined Gypsum 2 25,53 750
251 | Mica, P &OF yans ()On 8,51 250
330 Polyvinyl Alcohoy// ] igﬁuCL%jj;j&qj;, .78 23
045 Asbestos 7RF 10 ,Uy WO ,/3.40 100
325~ Polyvinyl Acetdte, /702 7 4.08 120
245 Thickener L3 10
430 ~ Sodium Tripolyphoéphate (STPP) .05 1.5
453 Preservative L 09 2.5
320 Ditutyl Phthalate {dry liguid
concentrate) .39 11,5
332 Potassium Sulphate, QSIDJr |
' (98% - 100 mesh) .65 15 - 23
417 Sodium Citrate (98% - 100 mesh} .05 1.5
220 Vniting 25,53 750
186 Snc Cal 50 ’ 5,11 | 150
076 _Geleined Gypsun 25,53 750 o
TQTAL _BATCH WEIGHT 100,00 2938

MANJFACTURING

NSTRUCTIONS:

1, A thorough clean-cut with whiting must be made before and after sach
production run,

2. Wall Teiture or Joint Compounds are to be run immediately after a run
of this product,

3, Mixing time shall be 8 mirnrles minimum and 12 minutes meximua,

4. Spaeial orders of CLOY
reducing ihe amcunt of potassium sulfste (Bulletin No.
15 = 23 pounds to 3.5 1o 8.0 pounds per batch.
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SET One Pay Joint Compound can be made by
332) frou



\‘--/

At (300 gm - 11 gm)

SPECIFICATIONS:
TM-1 Viscosity, 150 gm cylinder @ 5 see,
200 gm to 120 ce water
TM=1A ¥iscosity, Brookfield 200 gm to 120
ce water
TM=-27 Vicat Set, 300 gm needle
{(a) Fast Set (hrs)
{t) 8lew Set {hrs)
11 gm needle (hra)
300 gm n=edle (hrs)
At (300 gm - 11 gn)
T™=3 Tapa Bond @ 70 F & A40-70% RH
@ 40 F @ 59~-80% RH
TH=-4 Slepe Zond @ 110 F

—
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d \ Seattle .
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/},;5 ,Z:"/I’/‘:—?: Q‘;'V L
e = i
GUALITY CONTROL:
est Method
T™M~1 Yiscosity, 150 gm cylinder @ 5 sec,
200 grm to 120 ce water 38 - 40
TM-1A Viscosity, Brookfield 200 gm to 120
cc water 188,000 to 220,000 cps
T™M=3  Bond @ 70°F and 40°F 50% RH 9 - 10
=7 Workability Equal to Standard
TM-27  Vicat Set Time, 200 gm needle (hrs) 1% -2
NOTE: TFor Slow Set as follows:
Vieat, 11 gn needle (hrs) 2 - 2%
300 gm n=edle (hrs) 2% . 3

10 - 30 minutes

38 ~ 40 mm

188,000 ~ 220,000 cps

1-1%
2 - 2%
2k -3

10 - 30 minutes

9 - 10
9 - 10
Excellent
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SPECIFICATIONS: (cont,)
™-9 Cup Shrinkage @ 70 F € the set 2% maximum
@ 110 F {(dry) 6% maximam
=10 Edge Cracking @ 110°F (normal test) None
Th=-14 Yoids Equal to Stendard
TH'-_-15 Mixing Equal to Standard
- (ro lumps or dry
agglomerates)
TM~21 Reaction to Todine Light Red
TH~26 Paste Density (gms/cc) 1,40 - 1.50
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